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Crow Lane Landfill Perimeter Berm Boring Protocol

PURPOSE AND SCOPE

The purpose of the borings is to ascertain and verify the conditions and materials within and below
the perimeter berm along the southwest and northwest portions of the berm. A boring location
plan is attached.

SAMPLING PROTOCOL

The soils will be sampled at 6 boring locations as shown on the attached plan prepared by Sitec.
Samples will be collected from each boring at 5 foot intervals through the berm to at a depth of 2
feet above the expected base of the berm at. From this depth to refusal (defined in the following
sections), the soils will be sampled continuously.

Sampling will be performed using the Split-barrel sampler used in conjunction with the Standard
Penetration Test (SPT), as specified in ASTM D1586. The sampler will provide a disturbed
sample representing the 2 foot length that the sampler is driven. The blows to insert the sample
will be counted.

If no soil recovery is obtained the boring will be cleaned out and the sample will be retried
immediately below the last attempt.

The boring will be started at the top of the berm by driving the sampler from 0 to 2 feet deep. The
next sampling depths through the berm will typically be as follows

e Sample 1 0-2 feet

e Sample?2 3 -5 feet

e Sample 3 8 — 10 feet

e Sample... starting 2 feet above base of berm continuous 2 foot samples

Soils will be classified in the field using the Unified Soil Classification System (USCS) in
accordance with ASTM D 2487.

If fine grained (defined by ASTM as soils containing more than 50% of the particles finer than the
No. 200 Sieve) or organic soils are encountered then continuous sampling will be started using a
Thin-Walled Shelby Tube sampler. In the field the decision to Shelby tube sample will be made
based on visual inspection of the sample. The Shelby tube sampler will be pushed mechanically
(not driven) for 2 feet to obtained undisturbed samples for laboratory testing. Continuous Shelby
Tube sampling will continue until refusal or until coarse grained soils are encountered.
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TESTING PROTOCOL

Laboratory Sieve Analysis (ASTM D422) will be run on samples from each distinctive layer. Each
boring shall have a minimum of two sieve analyses, one from the berm materials and one from the
foundation materials. Strength of coarse grained soils will be determined using standard methods
using the SPT-N Values measured during the sampling. Strength of fine grained/organic soils (if
encountered) will be determined from consolidated undrained laboratory triaxial compression tests
(ASTM D4767) on Shelby tube samples.

BORING COMPLETION

The boring is complete when refusal is encountered below the base of the berm. Refusal shall be
defined as >100 blows/foot on the SPT sampler. If refusal is encountered above the base of the
berm then the hole shall be relocated 5 feet and drilled to the refusal depth before sampling, or
advanced through the obstruction using drill bits.

TEST PITS

-Test pits will be excavated opposite each boring at the base of the berm as shown in the attached
location plan. Test pits will penetrate through the top soils and loamy soils through any underlying
fine/organic soils. If fine/organic soils are encountered Shelby tube samples will be collected by
pushing the tubes with the excavator bucket.

ADDITIONAL BORINGS/TEST PITS

If fine grained/organic soils are encountered in a boring and/or test pit, an additional boring and
test pit will be located 20 feet on either side. If the additional boring and/or test pit encounters fine
grained soils, then the process is repeated 20 feet further away until the extent of the fine
grained/organic strata is defined. Provided, should the fine grained/organic soil be found only in
the test pits, and the test pits clearly demonstrate the fine grained/organic soil does not extend
under the berm, additional borings may be omitted.

DESIGN VERIFICATION

The design assumes dense coarse-grained soils within the berm. The conditions and SPT blows
observed in the samples in the top portions of the berm should be representative of the design
assumptions, and should be consistent throughout the depth of the berm. Below the berm the
design assumption is a soil strength represented by a friction angle of 35 degrees. This
corresponds to a coarse-grained soil with SPT blow counts greater than 12. Should fine grained
soils/organic be encountered the strength will be measured by performing laboratory strength tests.
If the strengths are less than those assumed in the design calculations, the calculations will be
updated using the revised strengths. Design modifications will only be required if the computed
factor of safety is less than 1.30. Should a design modification be required it is most likely to
include the removal of the weak soils in the area of the expansion and the base of the berm.
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